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SUMMARY 

The moisture  absorption  characteristics of  two graphite/epoxy  composites 
and  two cured epoxy neat resins i n  h igh  humidi ty  and water immersion environ- 
ments a t  elevated  temperatures have  been studied. The values of moisture 
absorption  parameters  -'such  as  equilibrium moisture contents and diffusion 
coefficients - were ampared  for  the high humidi ty  and water immersion environ- 
ments. Canposite swelling i n  a water immersion environment was correlated w i t h  
moisture  content.  Tensile  strengths of cured  neat resin were  measured as a 
function of moisture  content.  Intermittent,  short  duration moderate tensi le  
loads were applied  to composite and cured  neat res in  specimens during  moisture 
absorption, and their   effects on moisture  absorption were determined. 

Canposite and cured  neat res in  specimens exposed to high temperature/high 
humidi ty  environments had larger  diffusion  coefficients and smaller  equilibrium 
moisture  contents  than  those exposed to h igh  temperature/water immersion envi- 
ronments. The equilibrium  moisture  content of composites  could be approximately 
predicted from the  equilibrium  moisture  content of cured neat resins. Compos- 
i t e  swelling and moisture  content had the same time dependent functional form. 
Cured neat resins soaked i n  water u n t i l  an equilibrium  moisture  content  occurred 
had approximately 18 percent  less u l t ima te  tensile  strength than d i d  dry  neat 
resins.  Short  duration moderate loads reduced the  moisture  diffusion  coeffi- 
cients of the  composites and increased  their  equilibrium  moisture  content. The 
moisture  absorption  parameters  for  the cured  neat resin were unaffected by the 
short  duration  intermittent moderate loads. 

INTRODUCTION 

Organic matrix  composites have  lower  mass densities and higher  mechanical 
strengths  than many metallic  materials  presently used for aircraft   structures.  
Therefore, composites are being considered  for use i n  c ivi l ian and military  air- 
c ra f t .  A major concern w i t h  organic composites is their  absorption of moisture 
and accompanying loss i n  strength. 

References 1 to 13 are  representative of the s t u d i e s  of moisture abso rp  
tion i n  organic  matrix  composites. These studies  report  values  for  moisture 
diffusion  parameters, mechanical properties of composites before and af ter  mois- 
ture  absorption,  theoretical models  of absorption and diffusion, and i n  one 
s t u d y  (ref.  11)  , an experiment to determine  the  chemical s ta te  of the absorbed 
moisture.  Moisture-diffusion and mechanical-property  data  for  cured  neat resins 
before and af ter  moisture  absorption  are not reported. These 'studies do not 
include  data  to show  what effect  other  service environmental  parameters, such as 
intermittent  loads, have  on moisture  absorption. 

T h i s  paper reports  moisture-diffusion parameter data  for  graphite/epoxy 
composites and corresponding cured  neat resins exposed to high re la t ive humid- 
i t y  and water immersion environments a t  elevated  temperatures.  Differences 



i n   t h e   v a l u e s  of t h e   d i f f u s i o n  parameters for d i f f e r e n t   e n v i r o n m e n t s  are dis- 
cussed  i n  terms of hydrogen  bonding. A d i f f u s i o n  model is used to deve lop   an  
e q u a t i o n   t h a t  relates v a l u e s  of t h e   d i f f u s i o n   c o e f f i c i e n t s  of composites and 
cured  neat resins. C u r e d   n e a t   r e s i n   t e n s i l e   s t r e n g t h s   a n d  composite s w e l l i n g  
d a t a  are o b t a i n e d  as a f u n c t i o n  of m o i s t u r e   c o n t e n t .  E f f e c t s  of i n t e r m i t t e n t  
s h o r t   d u r a t i o n   m o d e r a t e   t e n s i l e  laads o n   m o i s t u r e   a b s o r p t i o n  are also reported. 

I d e n t i f i c a t i o n  of commercial p r o d u c t s   i n   t h i s  report is to adequate ly   des-  
cribe t h e  materials and  does not c o n s t i t u t e   o f f i c i a l   e n d o r s e m e n t ,  expressed or 
impl ied ,   o f   such   products  or manufac turers  by t h e   N a t i o n a l   A e r o n a u t i c s  and Space 
Adminis t ra t ion .  
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SYMBOLS 

d i f f u s i o n   c o e f f i c i e n t  , m 2 / s  

p e r m e a b i l i t y   i n d e x ,  m 2 / s  

a p p a r e n t   t h i c k n e s s ,  m 

a c t i v a t i o n   e n e r g y ,   k J / g  

measured t h i c k n e s s ,  m 

d i s t a n c e   b e t w e e n   a d j a c e n t  f iber  c e n t e r s ,  m 

distance b e t w e e n   a d j a c e n t   f i b e r   s u r f a c e s ,  m 

moisture c o n t e n t  a t  time t, p e r c e n t  mass 

e q u i l i b r i u m   m o i s t u r e   c o n t e n t ,   p e r c e n t  mass 

g a s   c o n s t a n t ,  8.31 5 J/g-K 

f i b e r   r a d i u s ,  m 

tempera ture ,  K 

combined  temperature  and water immersion  environment,  K/H2O 

combined temperature and  humidity  environment,   K/percent 

time, s 

f i b e r   v o l u m e   f r a c t i o n ,   p e r c e n t  

volume f r a c t i o n  of r e s i n ,   p e r c e n t  

mass a t  time t, g 

d r y  mass,. g 



*m mass f o r   e q u i l i b r i u m  moisture c o n t e n t ,  g 

Wr resin mass f r a c t i o n ,   p e r c e n t  

@ r e l a t i v e   h u m i d i t y ,   p e r c e n t  

S u b s c r i p t s :  

C c o m p o s i  te  

r cured  neat r e s i n  

EXPERIMENTAL 

Materials and Test Samples 

Materials.- The materials used to make s a m p l e s   f o r   t h i s   s t u d y  were 
T300/5208  and AS/3501-5 p rep reg  and  5208  and 3501 - 5   s o l i d   r e s i n .   T h o r n e l  300 
g r a p h i t e   f i b e r  is manufactured by Union  Carbide  Corporat ion;  5208  epoxy resin 
is manufactured by N a r m c o  Materials, a s u b s i d i a r y  of Ce lanese   Corpora t ion ;  
AS g r a p h i t e   f i b e r  and  3501-5  epoxy r e s i n  are manufactured by Hercules 
I mor por a t e d  . 

Cured ,  f o u r - p l y   u n i d i r e c t i o n a l  composite p a n e l s  were made accord ing  to t h e  
recommendations  of  the  prepreg suppliers. Cured neat r e s i n   p a n e l s  were also 
made accord ing  to the  suppliers' recommendations  using  the  temperature  and time 
s e q u e n c e   g i v e n   i n   t a b l e  I .  Unless   o therwise   no ted ,  composite samples were 
machined  from  the  composite  panels to dimensions  of  25 by 51 mm, and cured   nea t  
r e s i n   s a m p l e s  were machined  from  cured  panels to dimensions  of  25 by 51 by 
0.5 mm. 

Samples for " di f fus ion . -   Composi te  and cu red   nea t   r e s in   s amples   fo r  measure- 
ment of moisture d i f f u s i o n   p a r a m e t e r s  were d r i e d  to a c o n s t a n t   w e i g h t   a t  344 K 
over a silica g e l   d e s i c c a n t .  The d ry ing   pe r iod  was approximate ly  3 w e e k s .  
Af t e r   d ry ing ,  a small h o l e  was d r i l l e d   i n  one end of   each   sample   for   an   ident i -  
f i c a t i o n   t a g  and suspens ion  wire, and the   d ry   we igh t  was recorded.  

Samples for swel l ing.-   Swell ing  measurements  were made on  24-ply  unidirec- 
t i o n a l   l a m i n a t e s .  They were d r i e d  to a cons t an t   we igh t  a t  344 K over a silica 
g e l   d e s i c c a n t .  The d ry ing  per icd was approximate ly  2 months.   Their   dry  weights  
were recorded and they  were i d e n t i f i e d   o n   t h e i r   e d g e s   w i t h   w a t e r p r o o f   i n k .  

" 

Samples   fo r   t ens i l e   s t r eng ths . -  The e f f e c t  of mois ture   absorp t ion   on   t en-  
s i l e  s t r e n g t h  was de te rmined   on ly   on   cu red   nea t   r e s in   s amples  and t h e s e  were 
dr i d  as fo r   d i f fus ion   measu remen t s  and  weighed.  Tabs, made from  bead-blasted 
aluminum, were bonded to both  s ides   of   each  end as shown i n   f i g u r e  1 . The 
h o l e s   i n   t h e   t a b s  were used   fo r   a l i gnmen t   i n   t he  test appa ra tus .  

Samples   for   in te rmi t ten t   loads . -   Composi te  and cured  neat r e s i n  samples 
were p repa red   w i th   t abs  as d e s c r i b e d   i n   t h e   p r e c e d i n g   p a r a g r a p h  and f i g u r e  1 .  
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ESrperimental  Equipment  and Procedures 

Environmental chambers .- Four comercially  available  bell-jar environ- 
mental chambers  were operated a t  temperature/humidity  (K/percent)  values of 
"95, 344/75, 322/95, and 322/75. The values of s tabi l i ty   for  4 and T 
were 20.1 percent and +0.5O C ,  respectively. A hoist was used to  quickly 
raise and lower the  bell   jars  for sample insertion and removal. A dry-bulb 
temperature drop of 2O t o  5O C occurred  for  about 3 min  each time the bell jar 
was raised. A wet-bulb temperature  drop of lo   to  2O C occurred  for  the same 
interval. 

Samples  were placed i n  the chambers af ter   their  dry mass  had been recorded. 
Figure 2 shows groups of samples suspended from the arms of 
composite and s i x  cured neat  resin samples were exposed per 
temperature/water (l iquid) environment (T/H20) was achieved 
of s i x  samples i n  a closed  jar of d i s t i l l ed  water which, i n  
a bell   jar  chamber at  the  desired temperature. 

hanger stands. S ix  
environment. The 
by placing a group 
turn, was placed i n  

Semimicrobalance.- The semimicrobalance had a resolution of g. The 
balance was calibrated w i t h  an NBS 100-mg standard  prior  to weighing each group 
of samples. The weighing process  for  the group required 3 min or less  and, 
except for  the time of actual weighing, the samples were stored i n  a preheated 
Dewar vessel  that  contained moist a i r .  

Universal tester.-  An Instron  universal  testing machine was used to  deter- 
mine the  ultimate  tensile  strengths of the cured neat  resin samples. Samples 
were tested  at ambient room temperature and relative humidity after  equilibrium 
moisture  content was established. a t  an elevated  temperature. 

Tension  load  device.- Figure 3 is a photograph of the  device used to  apply 
loads  to composite and neat resin samples during their  moisture  absorption 
period. The samples were held i n  place by pins  that passed through the end tabs 
of the samples and the yokes on the  device. The loads were slowly applied and 
1: emoved to  minimize load shock. 

Two groups of samples from every environment investigated were loaded. The 
f i r s t  group was intermittently loaded for 5 m i n  only  during  the environmental 
exposure, that  is, af ter  each weighing. The second group, which is referred  to 
as  the preloaded  group, was additionally loaded prior  to environmental exposure 
for 5 min while  dry. The samples were returned  to  their T/@ environment af ter  
loading. The values of the  s t ress  were moderate: 34.5 MPa for  loading i n  the 
fiber  direction and 4.5 MPa for  loading  transverse  to  the  fiber  direction. 

Dial comparator.- A bench-top d ia l  comparator was used to  measure t h i c k -  
ness swelling due to  moisture  absorption. The resolution of the comparator was 
0.254 mm. Swelling measurements  were made  on 24-ply unidirectional composite 
samples imediately  after they were  weighed. 
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TEST  RESULTS 

The   exposure   envi ronnents   used  for t h e   v a r i o u s   e x p e r i m e n t s  reported i n   t h i s  
paper are given i n  table 11. A model for d i f f u s i o n   a n d  an analysis  to deter- 
m i n e   d i f f u s i o n  parameters are given i n   t h e   a p p e n d i x .  

Absorp t ion   Pa rame te r s  

Equ i l ib r ium  moi s tu re   con ten t . -   Va lues  for t h e   e q u i l i b r i u m   m o i s t u r e   c o n t e n t  
of' t h e  comwsite a n d   c u r e d   n e a t   r e s i n  samples are shown i n  table  111. The val- - - 
ues  were h ighe r  for env i ronmen t s   w i th   h ighe r   mo i s tu re   bu rdens   and  were dependent  
on  tempera ture .  

T h e   e q u i l i b r i u m   m o i s t u r e   c o n t e n t  for b o t h  types of composi tes  was about 
2 5   p e r c e n t  of t h e  observed e q u i l i b r i u m   m o i s t u r e   c o n t e n t  of t h e   c u r e d   n e a t  res in  
samples. The ratios of r e s i n  mass to to t a l  mass for t h e  T300/5208  and AS/3501-5 
composi tes  were 0.28  and  0.31, respectively. The s imi la r i ty  of t h e  ra t ios  
M,,,c/M,,r a n d   r e s i n  mass to to t a l  mass c o n t e n t  may i n d i c a t e   t h a t  M m l C  v a l u e s  
are approximated by wrMmIr. These  approximations are i n c l u d e d   i n  table  111. 

D i f f u s i o n   c o e f f i c i e n t s . -   T a b l e  I V  c o n t a i n s   t h e   v a l u e s  of t h e   d i f f u s i o n  
c o e f f i c i e n t s  for t h e  composite a n d   t h e   c u r e d   n e a t   r e s i n  samples. These data 
were o b t a i n e d  from a n   a d a p t a t i o n  of e q u a t i o n  (A1 ) , D = ( 1  6 f i )  (Slope/Mm) 2 ,  
where   t he   va lues  of slope and & are  de termined  from a b s o r p t i o n   c u r v e s  s i m -  
i l a r  to f i g u r e  4. The  va lues  for D,  e x c e p t   i n   o n e  case, are lower for water 
immersion  than for 9 5   p e r c e n t   r e l a t i v e   h u m i d i t y   e n v i r o n m e n t s .  - 

A model for d i f f u s i o n  is u s e d   i n   t h e   a p p e n d i x  to  develop a n   e x p r e s s i o n  
(eq. ( A 8 ) )  for p r e d i c t i n g   d i f f u s i o n   c o e f f i c i e n t s  for composites from d i f f u s i o n  
c o e f f i c i e n t s  of c u r e d   n e a t   r e s i n  samples. T h e   p r e d i c t i o n s  are t a b u l a t e d   i n  
t h e  l a s t  column of tab le  IV.  The   p red ic t ed   va lues  a re  i n  good agreement   with 
t h e   e x p e r i m e n t a l   v a l u e s .  

Ac t iva t ion   ene rgy . -   The   ac t iva t ion   ene rgy   va lues  for m o i s t u r e   a b s o r p t i o n  
i n  composite a n d   c u r e d   n e a t   r e s i n  samples are g i v e n   i n  table  V. T h e s e   v a l u e s  
were de termined  from t h e   r e l a t i o n  D = D 0 a n d   t h e   p r e v i o u s l y   d e t e r m i n e d  
v a l u e s  of D for two d i f f e r e n t   t e m p e r a t u r e s .  

Swe l l ing . -   Swe l l ing   da t a ,   t he   change   i n   t h i ckness ,  from T300/5208 compos- 
i tes  are  plotted as a f u n c t i o n  of m o i s t u r e   c o n t e n t   i n   f i g u r e  5 .   The   s t r a igh t -  
l i n e  f i t  implies t h a t   s w e l l i n g  is l i n e a r l y   d e p e n d e n t   o n   m o i s t u r e   c o n t e n t .  

Cured Neat Res in   Tens i l e   S t r eng th   and   Modu lus  

T h e   t e n s i l e   s t r e n g t h   a n d   m o d u l u s  of 5208   cu red   nea t   r e s in  samples exposed 
to d i f f e r e n t   e x p o s u r e   e n v i r o n m e n t s  are g i v e n   i n  table  VI .  T h e   t e n s i l e   s t r e n g t h  
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after soaking i n  water to e q u i l i b r i u m  was approximate ly  18 p e r c e n t  smaller t h a n  
for d r y  samples. The modulus  values   were not s i g n i f i c a n t l y   a f f e c t e d  by   mois ture  
absorption. 

E f f e c t s  of In t e rmi t t en t   Load ing   on   Mois tu re  

Absorption Parameters  

T a b l e ’ V I I   c o n t a i n s   t h e   a b s o r p t i o n   d a t a  for composite samples s u b j e c t e d  to 
m o d e r a t e   i n t e r m i t t e n t  loads. Higher   equi l ibr ium  mois ture   conten t   and  lower d i f -  
f u s i o n   c o e f f i c i e n t s   w e r e   o b s e r v e d  for t h e s e  samples t h a n   f o r   s a m p l e s   t h a t  were 
not s u b j e c t e d  to loading .  The va lues   o f   abso rp t ion   pa rame te r s  for r e s ins   were  
n o t   a f f e c t e d  by i n t e r m i t t e n t   l m d s .  

DISCUSS ION 

R e s i n  D o m i  nated  Proper t ies 

The e q u i l i b r i u m   m o i s t u r e   c o n t e n t s   i n  table I11 are p l o t t e d   i n   f i g u r e  6 
for composites  and i n   f i g u r e  7 fo r   cu red  neat resins. I n  b o t h  plots t h e  M,,, 
v a l u e s   f o r  water immersion  have  been  placed a t  6 = 100   pe rcen t .  A c u r v e ,  
Mm = a@b, h a s   b e e n   f i t t e d  to t h e  4 d a t a   e x c l u d i n g   t h e  water immersion  data  
i n   t h e  same manner as i n   r e f e r e n c e   6 .  The v a l u e s  of c o e f f i c i e n t s   f o r   e a c h  
material are g i v e n   i n   t h e   f o l l a w i n g  table: 

Mater i a 1  

1 .3900 0.0021 T300/5208 

b a 

AS/3501-5 1.5200  .0012 

5208 1.0900  .0032 

3501 -5 1.61 00 .0034 

For   bo th   cured   res ins   and  composites, t h e   p r o j e c t e d  Mm for 6 = 100   pe rcen t  
are approximate ly  20 p e r c e n t  less t h a n  M,,, measured for water immersion.  The 
2 0 - p e r c e n t   d i f f e r e n c e  implies t h a t  4 = 100 percent and water immersion  envi- 
ronments are not   equiva len t .   The  same d i f f e r e n c e   b e t w e e n   v a l u e s   f o r  water 
immersion  and  projected 4 = 1 0 0   p e r c e n t   f o r   b o t h   c u r e d   n e a t   r e s i n   a n d  corre- 
sponding composite s u g g e s t s   t h a t   t h e   m a t r i x   c o n t r o l s   t h e   e q u i l i b r i u m  moisture 
c o n t e n t .  

I n   f i g u r e   8 ,   t h e   s t r e n g t h   d a t a   f o r   t h e   c u r e d  5208  nea t   res in ,   f rom 
t a b l e  V I ,  are p l o t t e d  as a f u n c t i o n   o f  t o t a l  m o i s t u r e   c o n t e n t   i n   t h e  sample. 
The shape  and  magni tudes  of   the   curve are v e r y  similar to u l t i m a t e   t e n s i l e  
s t r e n g t h   d a t a   g i v e n   i n   r e f e r e n c e   1 3  for t r a n s v e r s e l y   l o a d e d ,   u n i d i r e c t i o n a l  
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graphi te /epoxy samples. The u l t i m a t e   s t r e n g t h s  are most s e n s i t i v e  to  e q u i l i b -  
rium m o i s t u r e   c o n t e n t  between 3.5 p e r c e n t ,   w h i c h   o c c u r r e d   f o r  6 = 75 percent, 
and 4.7  percen t ,   wh ich   occu r red  for @ = 9 5  percent. 

Moisture   Absorpt ion  Mechanism 

The   mois ture  absorption a c t i v a t i o n   e n e r g i e s   i n  table  V are w i t h i n   t h e  
limits of ene rgy   va lues   gene ra l ly   a s soc ia t ed   w i th   hydrogen   bond ing .   (See  
r e f .  14.)  The  magnitudes,   which are approximate ly  twice t h o s e  associated w i t h  
a s ing le   hydrogen   bond ,   sugges t   t ha t   each   abso rbed  water molecule  breaks t w o  
h y d r o g e n   b o n d s   w i t h i n   t h e   r e s i n   s t r u c t u r e ;   t h u s ,  a double  hydrogen  bond may be 
formed  between  the water m o l e c u l e   a n d   t h e   r e s i n   m o l e c u l e .   T h i s   i n t e r p r e t a t i o n  
is supported by d a t a   g i v e n   i n   r e f e r e n c e s  10 and 11. Reference  1 0  p r e s e n t e d  data 
s h o w i n g   t h a t   t h e  glass t r a n s i t i o n   t e m p e r a t u r e  was lower fo r   epoxy  composites 
w i t h  absorbed m o i s t u r e ;   t h a t  is, t h e  free volume was g r e a t e r .   C r e a t i o n  of f r e e  
volume to accommodate t h e   i n c o m i n g   m o i s t u r e   r e q u i r e s   t h e  Van d e r  Waals i n t e r a c -  
t i o n  and  hydrogen  bonding  between  adjacent  molecules to be b r o k e n .   I n   r e f e r -  
ence 11, the   da ta   imply   tha t   hydrogen   bonding   occurs   be tween  the  absorbed water 
a n d   r e s i n   m o l e c u l e s .   F u r t h e r   s u p p o r t   f o r   t h i s   i n t e r p r e t a t i o n   c a n  be o b t a i n e d  
f r o m   t h e   s w e l l i n g   d a t a   g i v e n   i n   f i g u r e  5. Material s w e l l i n g   c o u l d   i m p l y   t h a t  
i n t e r m o l e c u l a r   d i s t a n c e s  were inc reased   t h rough  bond breakage to  accommodate t h e  
absorbed   mois ture .  

D i f fus ion   Pa rame te r s  

The p r e c e d i n g   d i s c u s s i o n   o f   a b s o r b e d   m o i s t u r e   i n t e r a c t i o n   w i t h   t h e   c u r e d  
r e s i n   s u g g e s t s   a n   i n t e r p r e t a t i o n  for t h e  M,,, and D v a l u e s   r e p o r t e d   i n  
t a b l e s  I11 and IV.  The   equ i l ib r ium moisture c o n t e n t s  Mm,r and Mm,c f o r  
water immersion are l i m i t e d  by t h e  number of hydrogen  bonds  that   can be broken, 
and Mm,c is p r o p o r t i o n a l  to t h e   r e s i n   f r a c t i o n   i n   t h e  composite. The Mm,r 
and Mm,c v a l u e s  for exposures  to  moist a i r  are smaller t h a n  for water soaks. 
The comparison  of equilibrium m o i s t u r e   c o n t e n t s  of a material exposed to  d i f -  
f e r e n t   e n v i r o n m e n t s  may cor respond t o  a compar i son   o f   t he   mo i s tu re   bu rdens   o f  
those environments.  The ra te  o f   d i f f u s i o n ,  slope of t h e   c u r v e   i n   f i g u r e  4 ,  
may be l i m i t e d  by t h e  ra te  a t  wh ich   hydrogen   bonds   i n   t he   r e s in  are broken. 

Equat ion (A8)  re lates  Dc to Dr by t h e  amount  of r e s i n   i n   t h e  composite, 
t h a t  is vf ,   and  by t a k i n g   i n t o   a c c o u n t   t h a t   t h e   d i f f u s i n g   m o i s t u r e   m u s t  pass 
a round   t he   f i be r s .   The re fo re ,   t he   good   ag reemen t   be tween   p red ic t ed   and  experi- 
menta l  D, v a l u e s  is n o t   s u r p r i s i n g .  

I n t e r m i t t e n t  Load E f f e c t s  

T h e   d i f f u s i o n   c o e f f i c i e n t   a n d   e q u i l i b r i u m   m o i s t u r e   c o n t e n t  of t h e   c u r e d  
n e a t   r e s i n  were n o t   a f f e c t e d  by i n t e r m i t t e n t  loads. F o r   t h e  composite samples, 
M,,,,c was l a r g e r   a n d  Dc was lower f o r   l o a d i n g   t h a n  for no loading .   These  
r e s u l t s   m i g h t  be e x p l a i n e d   b y   i n t e r n a l   v o i d   f o r m a t i o n  a t  t h e   f i b e r / r e s i n   i n t e r -  
faces. I n t e r n a l   v o i d   f o r m a t i o n   c o u l d  create a l a r g e  volume i n  w h i c h   a d d i t i o n a l  
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moisture a u l d  be absorbed; t h a t  is, F$,,c would be larger. The rate of d i f -  
f u s i o n ,  slope of a b s o r p t i o n   c u r v e ,  is c o n t r o l l e d  by t h e   u n a f f e c t e d   r e s i n - r i c h  
surface a n d   t h e r e f o r e  remains t h e  same, r e q u i r i n g  a lower Dc. (See eq. ( A l )  .) 

I n t e r n a l   v o i d   f o r m a t i o n  a t  t h e   f i b e r / r e s i n   i n t e r f a c e  is sugges ted  by two 
o b s e r v a t i o n s :  f i r s t ,  microscopic i n s p e c t i o n  of t h e   f a i l u r - e  line of t r a n s v e r s e l y  
loaded samples showed t h a t  fibers h a d   b e e n   p u l l e d   c l e a n l y   o u t   o f   t h e   r e s i n ;  sec- 
ond,   va lues  of t h e   a b s o r p t i o n  parameters of t h e   c u r e d   n e a t   r e s i n  samples d id  not 
change when i n t e r m i t t e n t  loads were applied. 

CONCLUDING REMARRS 

Mois tu re   abso rp t ion  tests were performed on T300/5208  and AS/3501-5 com- 
posites and  5208  and  3501-5  cured  neat resins, w i t h   a n d   w i t h o u t   i n t e r m i t t e n t  
e x t e r n a l   l o a d i n g .  The f o l l o w i n g   o b s e r v a t i o n s  are made: 

(1)  M o i s t u r e   a b s o r p t i o n   i n   t h e  two composites s t u d i e d  is c o n t r o l l e d  by 
r e s i n  proper ties . 

(2)   Cured  neat  resins had approximate ly  18 p e r c e n t  less u l t i m a t e   t e n s i l e  
s t r e n g t h   a f t e r   e q u i l i b r i u m   a b s o r p t i o n   i n  a water soak environment.  

(3 )   Moi s tu re   con ten t  was h i g h e r   i n  composite spec imens   sub jec t ed  to i n t e r -  
m i t t e n t  moderate t e n s i l e  loads d u r i n g   m o i s t u r e   a b s o r p t i o n   t h a n   i n   t h o s e   t h a t  
wre  not loaded. M o i s t u r e   c o n t e n t   i n  neat r e s i n  was not affected. 

( 4 )  The e q u i l i b r i u m   m o i s t u r e   c o n t e n t s  of composites and  cured  neat  
resins are l a r g e r  for water immersion  than for 100 p e r c e n t   r e l a t i v e   h u m i d i t y  
environment.  

(5)  The d i f f u s i o n   c o e f f i c i e n t s  for composites and c u r e d   n e a t   r e s i n s  are 
smaller for water immers ion   than   for   95   percent   re la t ive   humidi ty   envi ronment .  

( 6 )   M o i s t u r e   a b s o r p t i o n   a c t u a t i o n   e n e r g i e s  for the  m o i s t u r e   a b s o r p t i o n  
s u g g e s t   t h a t   h y d r o g e n   b o n d i n g   i n   t h e   r e s i n   s t r u c t u r e  is broken by t h e  absorbed 
moisture and absorbed m o i s t u r e  is weakly  bonded to t h e  r e s i n   m o l e c u l e s .  

(7)  The v a l u e s  for t h e  c o m p o s i t e   d i f f u s i o n   c o e f f i c i e n t  may be predicted 
from the  v a l u e s  for the n e a t   r e s i n   d i f f u s i o n   c o e f f i c i e n t .  

Langley  Research  Center  
Na t iona l   Aeronau t i c s   and  Space A d m i n i s t r a t i o n  
Hampton, VA 23665 
June  8, 1979 
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APPEND1 X 

M3DEL EOR DIFFUSION OF  M3I  STURE I N  OMPOSITES 

The e q u a t i o n . d e v e l o p e d   i n   t h i s   a p p e n d i x   e n a b l e s  a p r e d i c t i o n   f o r   v a l u e s   o f  
d i f f u s i o n   c o e f f i c i e n t s   o f  a graphi te /epoxy  composi te ,   for  a l imi t ed   r ange   o f  
f i b e r   v o l u m e   f r a c t i o n ,   f r o m   d i f - f u s i o n   c o e f f i c i e n t   v a l u e s   o f   t h e   c o r r e s p o n d i n g  
n e a t   r e s i n .  The -assumpt ions  made for   the   deve lopnent  are t h a t   F i c k  * s Law may 
be applied, t h a t   F i c k ' s  Law applies f o r   t h e   i n i t i a l '   a b s o r p t i o n ,  and t h a t   t h e  
f i b e r s   d o  not a b s o r b  moisture. 

" 

An e x p r e s s i o n   f o r   t h e   d i f f u s i o n   c o e f f i c i e n t  was 
to Fick  ' s  Second Law f o r   s h o r t  time. The s h o r t  time 
a n   i n f i n i t e   p l a t e ,   i n i t i a l l y   d r y  and  exposed  on  each 
environment ,  is ar ranged  to g i v e   ( r e f .  6 )  

M2 d2  71 

M i  16 t 
D = " -  

T h i s   r e l a t i o n   f o r  neat resins is 

M? d,2 71 
D , = - - -  

M i , r  16 t 

and fo r   compos i t e s  is 

M$ d$ 71 

+,c l 6  
D c = - - -  

ob t a ined  from a s o l u t i o n  
t r a n s i e n t   s o l u t i o n   f o r  
s i d e  to a c o n s t a n t  moist 

The M terms i n   t h i s   r e l a t i o n  are e x p r e s s e d   i n  terms of mass. For  example, 

wc - wd,c 

wd, c 
k =  100 

Thus, 
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where Wc and Wr are wet masses a t  time t, wd,c and  wd,r are dry masses, 
and Wm,c  and Wm,r are  equilibrium wet masses for the  composite and resin, 
respectlvely. 

A geometric model is required  to reduce equation (A4) t o  a form that does 
not require knowing the  equilibrium mass  of moisture of the composite. The 
model is shown schematically i n  figure 9. Previously  derived  relations  for pre- 
dicting composite diffusion  coefficient  values  (refs. 6 t o  9) have  assumed that 
an  end  view  of the fiber i n  a unidirectional composite would appear i n  a square 
array. T h i s  is unlikely since the fibers w i l l  tend to  nestle  together and  form 
a hexagonal array,  as shown i n  figure 9. I n  figure 9 ,  2 is the  distance 
between centers of adjacent  fibers, r is the fiber  radius, and I s  is the 
distance between surfaces of adjacent  fibers. The moisture is assumed to  dif-  
fuse  perpendicular  to  the  fiber  direction. 

For  any cross  section i n  the composite the absorbed moisture may only  pass 
through a fraction l s / ~  of that  cross  section.  If an assumption is made that 
a t  time t the amount  of absorbed moisture i n  the composite is proportional to  
the amount  of moisture that would be absorbed i n  a neat res in  of the same sur- 
face  area then 

If  the  proportionality  constant is the  surface  fraction through which moisture 
diffusion  occurs , then 

For equilibrium  moisture  content,  the weight gain i n  the composite is 
dependent on the volume percent of resin V y ;  therefore, 

where Wm, - wd, is the maximum absorption of  an equal t o t a l  volume  of neat 
resin. 

Substitution of equations ( A 5 )  and (A6)  into  equation (A4)  yields 

The term  vf is the r a t io  of the fiber  area  to the  hexagonal area i n  figure 9; 
therefore, vf = r2/0.866Z2 or ,  since 2r = 2 - I s ,  

10 
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- = 1 - 2J- 
2s 

2 

S u b s t i t u t i o n  of the   expres s ion   fo r  zS/2 i n t o  equat ion (A7) y i e l d s  

/1 - 2 , / m \ 2 / d c \ 2  

For t h e  composite, assuming  the  f ibers   do not absorb, the   mois ture  is d e f l e c t e d  
a round  the   f ibers .  A typical p a t h  of the   de f l ec t ed  flow t ha t   i nc ludes  composite 
symmetry is shown as the  heavy line i n   f i g u r e  9. For t h i s   p a t h  dc = 1 . 334hc, 
where h, is the   th ickness   o f   the  composite. In   t h i s   expe r imen t  , h, = h, 
and  dr = hr  ; t hus ,  

D, = ( 1  .334) Dr 

T h i s   r e l a t i o n s h i p  is r e s t r i c t e d  to composites with  high  f iber  volume f r a c t i o n s ,  
because  of  the  choice of p a t h  for f l a w   i n   t h e  composite. 
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I 

TABIE I.- TEMPERATLRE AND TIM3 SEQUENCE FOR 

CURING EPOXY RESINS 

of tempera ture   change ,  l o  C/min; 
resins cu red  a t  a m b i e n t   p r e s s u r e  1 
5208 

Time,  hr Temperature ,  K Time,  hr Temperature ,  K 

3501-5 

366 0.1 343 20 

422 2 
4 50 

4 411 
2 

394 . 5  450 3 

TABLE 11.- EXPOSURE ENVIRONEIENTS 

Tempera ture / rmis ture   envi ronment  
Load 

o r i e n t a t i o n  
[ n t e r m i t t e n t  

l oad  

"" .. ~~ 

NO 
NO 
NO 
N o  
Yes 
Yes 
Yes 
Yes 
Yes 
Yes 
Yes 

" 

NO 

"- 

NO 

T e s t  Material P r e l o a d  

Weight   ga in  
measurement 

T300/5208 
AS/3501-5 
5208 
3501-5 
T300/5208 
T300/5208 
T300/5208 
T300/5208 
AS/3501-5 
AS/3501-5 
5208 

NO 
N o  
NO 

Yes 
NO 

NO 
Yes 
NO 
Yes 
N o  
N o  

L o n g i t u d i m l  
L o n g i t u d i n a l  
T r a n s v e r s e  
T r a r s v e r s e  
L o n g i t u d i m l  
L o n g i t u d i n a l  

5208 NO 

~" 

NO 

J 

~ " 

J 

- " ". 

N e a t   r e s i n  
s t r e n g t h s  

Composite 
s w e l l i n g  

. 

T300/5208 

aTemperature is i n   k e l v i n s :   m o i s t u r e  is r e l a t i v e   h u m i d i t y ,  '5% or 95%, or water immersion, H20, w i t h  6 sam- 
p l e s  per exposure.  
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TAB= 111.- CX)MPOSITE AND RESIN EQUILIBRIUM M3ISTURE CONTENT 

Mater i a1 

T300/5208 

As/3501-5 

5208 

3501 -5 

Temperature/misture 
environment 

(a)  

322/75 
322/95 
322/H20 
344/75 
344/95 
344/H20 

322/75 
322/95 
3 22 /Hz0 
344/75 
344/95 
344/H20 

322/75 
322/95 
322/H20 
344/75 
344/95 
344/H20 

322/75 
322/95 
322/H20 
344/75 
344/95 
344/H20 

Experimental  equilibrium 
moisture  content, P+,,, 

% mass 

( b) 
0.92 
1.20 
1.60 
0.80 
1 .15 
1.62 

0.98 
1.30 
1.70 
0.80 
1.21 
1.78 

3.60 
4.40 
5.90 
3.50 
4.70 
5.90 

3.40 
4.60 
6.40 
3.80 
5.80 
7.00 

". 

~ 

Predicted  equilibrium 
moisture  content, P+,,, 

% mass 
(C)  

1.01 
1.23 
1.65 
0.98 
1.32 
1.65 

1.05 
1.43 
1.98 
1.18 
1.80 
2.17 

%emperature i s  in  kelvins;  moisture is relat ive  humidity,  75% or 95%, or  
water  immersion, H20. 

b a c h   v a l u e  is an average for 6 samples. 
"Mm, c = Wr%, r 
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TABLE 1V.- COMPOSITE AND R E S I N  DIFFUSION COEFFICIENTS 

Mater i a1 

T300/5208 

AS/3501-5 

5208 

3501  -5 

Temperature/moisture 
envirorment 

(a 1 
322/75 
322/95 
322/H20 
344/75 
344/95 
344/H20 

322/75 
322/95 
322/H20 
344/75 
344/95 
344/H20 

322/75 
322/95 
322/H20 
344/75 
344/95 
344/H20 

322/75 
322/95 
322/H20 
344/75 
344/95 
344/H20 

Diffusion  coefficient, mm2/s 

Experimental 
(b 1 

1.20 X 10-7 
1.33 
0.90 
3.04 
3.26 
2.29 

1.25 
1.50 
0.91 
3.06 
3.10 
2.17 

3.74 
3.97 
4.33 
9.22 
9 . .65 
7.52 

3.18 
4.33 
2.63 
8.17 
8.66 
6.14 

Predicted 
(C 1 

1.20 X 10-7 
1.28 
-"- 
2.98 
3.12 
2.43 

1.14 
1.55 
0.94 
2.93 
3.11 
2.20 

aTemperature is i n  kelvins;  moisture is relat ive humidity, 75% 

bExperimental values  are determined from the  relationship 

CTheoretical  values  are determined from equation (A7) .  

or 95%, or water immersion, H20. 

D = (lT/l6) (SlOpe/Mm)  and absorption  data. 
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TABLE V.- COMPOSITE AND RESIN  ACTIVATION  E2ERGIES  FOR 

Material 

T300/5208 

AS/3501-5 

5208 

3501 -5 

MOISTURE DIFFUSION 

~ 

Environment 
- ~ ""(a) 

75 
95 
H20 

75 
95 
H20 

75 
95 
H20 

75 
95 
H20 

Activation  energy, 
w g  

39.3 
35.9 
37.7 

36.0 
40.2 
44.8 

37.7 
38.5 
38.5 

38.0 
33.9 
33.9 

aRelative  humidity, 75% or 95%, or  water  immersion, H20. 

TABLE VI.- TENSILE  PROPERTIES OF MOIST  CURED 5208 NEAT  RESIN  IN  SEVERAL 

TEMPERATURE/HUMIDITY  ENVIRONMENTS 

.~ 

Equilibrium Tensile  modulus, Tensile  ultimate, 
moisture  content, m a  MPa 

% 
~ ~~ ~ - -~ .~ 

0.0 13.1 x l o 2  44.8 
3.5 

13.1 36.5 5.9 
13.1 37.9 4.7 
12.4 42.8 

aTernperature  is  in  kelvins;  moisture is relative  humidity, 75% or 95%, or  water 
immersion, H20; dry  signifies  samples  were  dried  in a dessicated  environment  at 
344 K. 
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TABLE VI1.-  M3ISTURE  DIFFUSION  PARAMETERS FOR COMPOSITES  SUBJECTED TO 

INTERMITTENT  TENSILE  LOADS 

Temperature/moisture 
#aterial environment 

(a) 

r300/5208  344/95 
344/95 
344/95 
344/95 
344/H20 
344/H20 
344/H20 
3 44/H20 

As/3501-5 344/95 
3 44/9 5 
344/H20 
344/H20 

Stress 

KO$/S % MPa MPa 

Diffusion Equilibrium Preload 
kagnitude/direction, coefficient, moisture  content, magnitude/direction, 

34,5/longitudinal 
34.5/longitudinal 
4.5/transverse 
4.5/transverse 
34.5/longitudinal 
34.5/longitudinal 
4.5/transverse 
4.5/transverse 

34.5/longitudinal 
34.5/longitudinal 
34.5/longitudinal 
34.5/longitudinal 

34.5/longitudinal 
None 

4,5/transverse 
None 

34.5/longitudinal 
None 

4.5/transverse 
None 

34.5/longitudinal 
None 

i 34.5/longitudinal 
I None 

1.80 
1.76 
1.76 
2.1 4 
4.80 
5.40 
3.84 
3.65 

2.1 3 
2.1 4 
5.01 
5.00 

0.97 X 10-7 
0.88 
1.47 
0.70 
0.70 
0.55 
0.59 
1.15 

1 :02 
1.02 
0.64 
0.64 

aTemperature  is  in  kelvins;  moisture  is  relative  humidity,  95%, or water  immersion,  H20. 
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Figure 1.- Configuration used for mounting  aluminum tabs and spacers on samples. 
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Figure 4.- Determination of diffusion  coefficient from typical  experimental  absorption data. 
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Figure 5.- Relation of swelling and moisture content for  24-ply unidirectional 
T300/5208 canposites. Symbols are averages for 6 samples. 
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Figure 6.- Moisture  content  curves f i t t ed   to  averages of experimental composite data 
a t  322 K and 344 K. 
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Figure 7.- Moisture  content  curves  fitted to averages of experimental  resin  data 
a t  322 K and 344 K. 
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Figure  8.- Ultimate s t r e n g t h s  of cured 5208 n e a t   r e s i n  for four 
v a l u e s  of mois ture   conten t .  T = 344 K. 
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Figure 9.- End view of portion of an ideal   unidirect ional  composite. 
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